
TEST REPORT 

DATE:  10-13-2016 TEST NUMBER:  0232190 

CLIENT Signature Systems Group 

TEST METHOD CONDUCTED 

EN ISO 11925-2 - 2010 Reaction to Fire Test - Ignitability of 

Products Subjected to Direct Impingement of Flame - Part 2 

Single Flame Source Test  



DESCRIPTION OF TEST SAMPLE 

IDENTIFICATION 0% PP No Break-100% FR Material - Supplier E 

STATEMENT 

The results of this test relate to the behavior of the test specimens of a product under the 

particular conditions of the test.  They are not intended to be the sole criterion for assessing the potential 

fire hazard of the product in use.   

TEST RESULTS 

EDGE EDGE SURFACE 

#1 No Ignition No Ignition 

#2 No Ignition No Ignition 
#3 No Ignition No Ignition 
#4 No Ignition No Ignition 
#5 No Ignition No Ignition 
#6 No Ignition No Ignition 
#7 No Ignition No Ignition 
#8 No Ignition No Ignition 
#9 No Ignition No Ignition 

#10 No Ignition No Ignition 

COMMENT:  No ignition of filter paper from droplets. 



 

 

 

 


